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Analysis of Rubber Additives for the Environmental Regulatory Compliance 
by Nuclear Magnetic Resonance
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Abstract: Based on Annex XVII of the EU REACH Regulations and approved NMR test method, with a large 

number of analysis examples of rubber additives, the compliance of rubber additives except for extension oil was 

reviewed, as a reference to domestic enterprises.
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信息·资讯

埃及对我国轮胎产品发起反倾销日落复审调查

日前，埃及工贸部国际贸易政策司决定对

自中国进口卡车和客运车用轮胎产品发起反倾

销日落复审调查，涉案产品税号为40112000。

我国商务部通知相关各方于2013年4月12日前

向调查机关登记并提交调查问卷答卷，并

请已对埃及出口涉案产品的我国企业按埃

及相关法律要求，积极应诉，以维护本企

业权益。                                                    周永源

2012年我国累计各类橡胶新增资源量818.7万t

据中国物流信息中心统计和测算，2012年

我国累计各类橡胶新增资源量818.7万t，同比

增长5.0%。其中，天然橡胶新增资源量296.2

万t，同比增长4.6%；合成橡胶新增资源量

522.5万t，同比增长5.2%。

2012年，我国天然橡胶产区虽然遭受自然

灾害的影响，但总体来说影响不大，加之前些

年建设的橡胶园陆续投产，2012年天然橡胶产

量呈现平稳且较快增长的趋势。初步统计，

2012年我国天然橡胶累计产量79万t，同比增

长8%。

2012年我国合成橡胶产量继续保持增

长，但增速有所减缓。2012年合成橡胶产量

378.7万t，同比增长7.1%，增速同比下降6个

百分点；全年多数月份的产量能够达到30万t

以上，增速波动幅度较大。

据海关统计，2012年我国天然橡胶进口

量为217.7万t，同比增长3.6%，增幅比上年下

降9.3个百分点，降幅较为明显。
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